
Heat No.: 50123105

Al: <0.001%
Fe:  0.002%
Cu:<0.001%
Cd:<0.001%
Pb:  0.001%
Sn:<0.001%
Zn:  99.997%

In compliance with applicable standard(s) - ASTM SHG Zinc Anode (ASTM B6-03)

Test Method: MET-AA16

METROPOLITAN ALLOYS CORPORATION
17385 RYAN ROAD
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C E R T I F I C A T E   O F   A N A L Y S I S

Order Number:

Thursday, March 16, 2006

Customer:

Shipper No.:

We hereby certify to the above analysis and that this analysis is traceable to nationally 
recognized standards. This certificate shall not be reproduced, except in full, without the 
expressed written approval of Metropolitan Alloys Corporation.

Metropolitan Alloys Corporation

Dwaine Byrd
Quality Manager

Release No.:

 


